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Insights in mechanisms of carbonaceous microparticles formation
from black liquor hydrothermal conversion

Héléene Boucard, Elsa Weiss-Hortala, Fatou Gueye, Fabienne Espitalier, Radu Barna

Université de Toulouse, IMT Mines Albi, CNRS, RAPSODEE (UMR 5203), Campus Jarlard, CT Cedex 09, 81013, Albi, France

highlights

€ Degradation of black liquor results
in formation of bio-oil, phenols,
hydrochar.

€ At short reaction time carbon micro-
spheres are formed in the transition
layer.

€ At longer reaction time, micro-
spheres are embedded in mesophase
forming aggregates.

€ In between, transition layer turns to
a plastic mesophase in oily droplet.
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Carbon particles morphology evolving during
hydrothermal conversion of black liquor at 350°C, 16.5 MPa
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abstract

The study addresses the formation of secondary hydrochar and the morphology of secondary micropar-

ticles from black liquor. The black liquor solution was hydrothermally converted at 350 Cand 16.5 MPa
in batch reactors running from 15 min to 24 h at different heating and cooling rates. Spherical carbon
microparticles were obtained at a short reaction time (<90 min) and then coalesced to form aggregates.
At a very long reaction time (24 h), spherical carbon microparticles were obtained once again. The car-
bonaceous solid was enriched in carbon during the “rst 4 h of reaction. In parallel, the concentrations of
total organic carbon and total phenols in the solution decreased drastically. The formation of solids was
mainly due to chemical reactions occurring during the “rst 4 h. Subsequent changes in the solids were
mainly due to physical reorganization since the chemical compositions of solutions were almost stable.

1. Introduction

Hydrothermal processes (T > 250

wet feedstock [1,2]. Indeed, water under supercritical conditions
(T > 374 C; P > 221 MPa) or close to supercritical condi-

C, P > 15 MPa) use the prop- tions has reactive properties which combined give it interesting

erties of water, as reactant, solvent and/or catalyst to convert applications: oxidation [3], chemical reactions [1,4], waste treat-
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ment [5,6], biomass conversion [7...10], nanoparticles synthesis
[11...15]. Depending on the operating conditions (T, P, reaction
time, concentration of feedstock. ..), and reagents (biomass, oxi-
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produced at high temperature during supercritical water gasi“ca-
tion [7] while hydrothermal liquefaction and carbonization favor
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liquids and solid phases respectively [10,11,16...18]. Industrially,
hydrothermal conversion raises many technical, technological and
scienti“c challenges. Supercritical water gasi“cation or hydrother-
mal liquefaction face to the solid generation, as a by-product, which
limits the development of the continuous process. Alkali salts depo-
sition and coke formation (or hydrochar) are the most important
resulting in the clogging of reactors, corrosion of material and lim-
itation of heat transfer ef‘ciency [19].

Although researches have explored the hydrochar formation
from HydroThermal Carbonization (HTC), few studies investigated
the undesired hydrochar formation during hydrothermal liquefac-
tion or supercritical water gasi“cation. Hydrochar formationin HTC
has common features with coali“cation [16,20]. Hydrochar, or coke,
comes from primary and secondary chars. Primary char is basically
obtained from decomposition of the original solid feedstock, while
the secondary char comes from the reactions of dissolved organ-
ics into the liquid phase. The secondary char formation follows
the sequential reactions of organics in liquid phase: hydrolysis,
dehydration, fragmentation, decarboxylation, polymerization and
condensation, polymer aromatization, and nucleation [18,19,21].
In other words, phenolic aromatics compounds and aldehydes,
or basically aromatics and aliphatic hydrocarbons, react together
through polymerization [18,22...25]. However, as the kinetics of
polymerization increases, morphology of solid will evolved from
*mesophaseZ spherules to “ne spherules [26]. The mesophase is an
intermediary state between a liquid and a solid but it has liquid
properties.

Carbonization is due to chemical reactions between organics,
and phase equilibrium as well that explains the morphology. HTC
typically generates microparticles with interesting textural, mor-
phological or physico-chemical properties [14...16,18,19,27]. Two
theories of particle generation have been described in the litera-
ture. According to the theory of Brooks and Taylor, microparticles
are generated from the solidi“cation of mesophase microspheres
[28]. Other authors completed the mesophase theory, considering
a continuous media of a viscous plastic phase containing the car-
bonaceous microspheres [22,29...32]. Emergence of particles from
the thin plastic layer is driven by a change in aromaticity degree
of the carbonized precursor [29]. Inagaki followed Brooks and
Taylores theory and introduced the concept of BSU (Basic Struc-
tural Unit) to explain the formation of particles from the plastic
layer [32]. BSU is the stable unit size of polymer (stable structure
having the smallest number of monomers) forming carbonaceous
particles. Particles growth by addition of BSU along the radius
of microspheres [31], increasing the aromaticity of the particles.
The size of particles is de“ned by the critical radius from nucle-
ation law which allows a permanent existence of the particles.
Particles with a smaller radius will disappear by sublimation or
coalescence. To complete the smesophase theoryZ, Azami et al. [33]
have shown that the mesophase formation follows the Arrhenius
equation, and rearrangements into the mesophase result in bigger
molecules.

From La Mer theory [34], solid particles are generated in the
liquid phase from nuclei due to a local supersaturation in the
mother phase. Compositions of nucleus and liquid phase being sig-
ni“cantly different, their immiscibility leads to the formation of
dispersed anisotropic droplets in the liquid phase. The transition
layer between both phases forms a continuous media from solid
to liquid phase. These particles are expected to growth or disap-
pear, and the presence of lignin increases the homogeneity and the
purity of microspheres [21].

In both theories, operating conditions such as temperature and
reaction time extremely in"uence the solid particle generation.
Fang et al. [35] have shown that particles precipitated from 250

C. After reaction, three phases were obtained: an oily orange “Im,
and aqueous liquid phase and solid phase at the bottom of the cell.

Table 1
Composition of the raw black liquor from the paper company and from our
measurements.

pH 13.2
Dry matter 23.0 wt. %

Organic content Composition in wt. % of dry matter
Lignin content 36.2

Polysaccharides 25

Carboxylic acids* 11.3

Inorganic content Composition in wt. % of dry matter
Sodium 15.4

Potassium 13

Carbonates 5.7

Sulfur 3.4

Sul“de 2.3

Sulfate 11

Residual NaOH 5.2

* carboxylic acids: formic, acetic, lactic, glycolic, 2-hydroxybutanoic, xyloisosac-
charinic and glucoisosaccharanic.

The same phases have been observed by Modell et al. in the 1970-s
after their experiments on forest products [36].

Therefore, the aim of this paper is the understanding of particles
formation during hydrothermal conversion since the mechanism
is a compromise between physical considerations (creation of
spheres) and chemistry (mainly polymerization reaction). The
understanding of phenomena involved in solid formation is funda-
mental to optimize the hydrothermal conversion of raw materials.

For this purpose, the experiments have been performed with
black liquor, a wastewater from paper industry. Black liquor is an
aqueous alkaline medium containing dissolved lignin, and miner-
als as well. Using this feedstock, the study will be limited to the
secondary char formation. The presence of minerals in the black
liquor is also of great interest to investigate their impact on the
solid formation. Indeed, minerals are intercalated in the lattice of
amorphous carbon during carbonization to create porosity [37,38].
In addition, the reactions being performed in batch reactor, we
decided to observe the particle generation in the liquid phase, thus
subcritical conditions (such as for hydrothermal liquefaction) have
been selected. The mechanism of carbon particles formation was
investigated at 350 C, 16.5 MPa, in a batch reactor, by varying
reaction time, heating and cooling rate.

2. Materials and methods
2.1. Reagents

Black liquor was supplied by a paper company established in
Facture, France. It came from the digester after recovery of tall oil
in Kraft process. The composition of the raw black liquor is given
in Table 1. Black liquor is an alkaline agueous media (pH = 13.2)
containing 23 wt.% of dry matter, with a density of 1120 kg m 83,
The ratio inorganic / organic content is equal to 0.44; this ratio
means that inorganic and organic represent respectively 30 wt. %
and 70 wt. % of the dry matter. The proportion of lignin in the black
liquoris 36 wt. %, being considered as the main part of its organic
content. Based on the CHNOS elemental analysis performed in the
laboratory, the dry black liqguor composition is as follows: C (22.50
wt. %), H (5.30 wt. %), N (0.14 wt. %), O (37.34 wt. %) and S (2.50 wt.
%). The remaining mass of inorganics (32.22 wt. %) is mostly due
to sodium, as shown by ICP measurements of the raw black liquor
(see Table 1). For the experiments, black liquor was diluted to 10
wt. % in ultrapure water to avoid the formation of large mineral
particles that may impact the particle size distribution and to limit
concentration heterogeneities due to unstirring. The total organic
carbon (TOC) of the dilute solution was thus equal to (10.7 + 0.2)
gC L1 and the total inorganic carbon (TIC) represented (0.6 + 0.1)



gC L1, The organic matter contained only (0.104  + 0.003) g L™! of
phenolic compounds and (0.056 + 0.001) g L™ of formaldehyde.
The chemical oxygen demand (COD) of the dilute black liquor was
equalto (20.75 #* 0.42) gO, L'1. More details about the black liquor
characterization could be found in Boucard PhD Thesis [39].

2.2. Experimental procedure

Experiments were performed at 350 C in non-monitored batch
reactors with an inner volume of 5 mL. The reactor was “lled at
atmospheric temperature and pressure, with the amount of diluted
black liquor required to reach reaction autogenous pressure (16.5
MPa). The weight of 10 wt. % black liquor solution introduced in the
reactor was of (3.1624 + 0.0005) g. Five autoclaves were simultane-
ously placed in a pre-heated oven (Nabertherm muf’e furnace or
chromatography oven). These two types of ovens allowed to reach
the target temperature at speci“c heating rate. The Nabertherm
L5/11/P320 muf’e furnace (N) and the chromatography oven (C)
were used, providing a mean estimated heating rate of 20 Cmin 51
and 40 C min 1, respectively. The reaction time started when
the oven had reached the reaction temperature after introduc-
ing autoclaves. Although the temperature in the reactor was not
homogenously reaching the targeted temperature at time 0, the
same procedure was applied for all the experiments for compar-
ison. After a certain reaction time, reactor was cooled by quench
into frozen water to immediately stop the reaction (rapid cool-
ing) or cooled by ambient air (slow cooling). The cooling time was
estimated to 30 min for the slow cooling while quenching was
instantaneous (t<1 min). After reaction liquid and solid were col-
lected and separated by Biichner “ltration.

Twelve different reaction times were investigated: 15 min, 30
min, 45 min, 60 min, 90 min, 2 h,3h, 4 h, 6 h, 15 h, 18 h and 24 h.
For a sake of clarity selected and signi“cant data are displayed in
the “gures among the reaction times. For the other reaction times,
data are available in the supplementary material.

The name of the samples indicates the heating method (N for
Nabertherm or C for chromatography oven), the cooling method (T
for quenching and L for ambient air cooling) then the reaction time.

For example, CT 60 min means that the reaction was performed
in chromatography oven (40 C min gl) with quenching, and the
reaction time was 60 min at350 C.

2.3. Physical and chemical analyses of liquid and solid phases

Solid obtained from hydrothermal carbonization was char-
acterized using particles size distribution, elemental analysis,
microscopy (transmission electron microscopy and environmen-
tal scanning electron microscopy) and Fourier Transform infrared
spectroscopy. Particle size distribution was performed with a Mas-
tersizer 3000 Malvern before separation of solid and liquid phases.
The size of the analyzed particles could vary from a few nanome-
ters to several millimeters. The elemental analysis was performed
using a CHNS/O analyzer (Thermo NA 2100). O content was mea-
sured separately from the C, H, N and S elements. Environmental
scanning electron microscopy (ESEM, Philips XL 30 FEG) was used
to observe the solids morphology. The samples were observed in
ESEM without any preparation. FTIR (PERKIN ELMER 200 FTIR) was
used for identifying the presence of functional groups.

Liquid phase was analyzed using several techniques. Total
Organic Carbon (TOC) was measured using a Shimadzu COT-meter
(COT-5050). The total organic carbon values were deduced from
the total carbon and total inorganic carbon measurements. The val-
ues of TOC contents in the liquid phase before and after reaction
allow assessing the conversion of organic carbon from the initial
black liqguor. Chemical oxygen demand (COD) was measured using

NT 30 min CT 30 min
3 ! NT2h CT2h

0.01 0.1 1 10 100 1000
Particle size (um)

Fig. 1. In"uence of heating rate (NT 20 CminS! and CT40 Cmin $1)on the particle
size distribution at 350 C, 16.5 MPa, 30 min and 2 h after quenching: NT 30 min
(dashed orange line), CT 30 min (solid orange line), NT 2 h (dashed blue line), and
CT 2 h (solid blue line).

test cuvettes from Hach Lange. COD indicates the mass of oxygen
(O,) consumed per liter of solution. It is expressed in mg LSt or
ppm. This parameter gives information on the oxidation degree

of molecules in the aqueous media. Indeed, COD measures the
amount of O , required to achieve oxidation. This analysis was car-
ried out under acid conditions in a solution with sulfuric acid and
potassium dichromate with test cuvette (LCK014, LCK514). After
reaction, the sample was analyzed at the wavelength of 605 nm
for ranges (100...2000) mg LS (LCK514) and (1000...10000) mg LSt
(LCKO014). Total phenols and formaldehyde were also measured
using test cuvettes from Hach Lange: LCK346 (510  nm) and LCK325
(412 nm) respectively.

3. Results

The experimental results reported in our study were obtained
in 5 similar reactors operated together under the same conditions.

3.1. In"uence of heating and cooling rate

Hydrothermal conversion of black liquor was performed at
350 C using two different heating rates: 20 C minS! with
Nabertherm oven, namely N, and a faster heating rate of 40 C
min ST with chromatography oven, namely C. After the reaction
time (30 min or 2 h), the reactors were quenched (T label) to atmo-
spheric temperature. Fig. 1 shows the particle size distribution of
the recovered solids after 30 min and 2 h of reaction time using a
low heating rate (NT) and a faster heating rate (CT). The particle size
distribution corresponds to two populations particles (two Gaus-
sian peaks) at low heating rate and short reaction time (NT 30 min),
while the faster heating rate results in a larger size distribution (CT
30 min). At slow heating rate, the size of the particles was com-
prised between0.1 mand1l mforthe “rst populationand (1...18)

m for the second population. With faster heating the particle size
distribution was broader and showed the overlapping of three main
different populations of particles with mode diameters of each pop-
ulationof 0.8 m, 2.1 mand12.7 m. ESEM pictures acquired on
both solids are presentedin  Fig. 2. These images con“rmed the large
heterogeneity in size distribution of particles from fast heating rate
(Fig. 2(a)) and after 30 min reaction time. By increasing the reac-
tion time to 2 h, the particle size distribution was determined after
quenching. Fig. 1 shows that both pro“les (CT 2 h and NT 2 h) are
quite similar showing a Gaussian peak with a shoulder at low parti-
cle sizes. The mode diameter of the particles from fast heating rate
(CT 2h) was higher (about10 m) than atlower heating rate (about



Fig. 2. Morphology of particles obtained with fast heating (a) and slow heating (b) after 30 min of reaction time and quenching, same magni“cation. Reaction performed at

350 Cand 16.5 MPa.

Fig. 3. Particle size distributions of solids recovered after 60 min reaction time (350
C and 16.5 MPa) after ambient air cooling (CL 60 min, dashed line) and quenching
(CT 60 min, solid line).

5 m). The heating rate impacted to a lesser extent the morphology
of the particles at longer reaction time.

The cooling rate impact was also investigated in this study. Using
the same reactor (fast heating rate, 40 C min S1), the particle size
distribution was measured after 60 min reaction time and quench-
ing (CT, about 1 min) or slow cooling (CL, about 30 min). Fig. 3 shows
that the particle size distributions have almost the same pro“les,
shifted to higher diameters for slow cooling (CL). Since quench-
ing is operated to approach the morphology of the particles at the
reaction temperature, the particle size distribution tends to show
a coalescence phenomenon during the cooling phase.

3.2. In"uence of reaction time

To investigate the in"uence of the reaction time, experiments
were performed with fast heating and quenching to recover par-
ticles with morphology as close as possible to that in the reaction
medium. Although an oily phase appeared during the reaction and
its proportion increased with reaction time, the volume was too
low to be quanti“ed.

3.2.1. Morphology of the recovered solid

Recovered solids after quenching were analyzed by ESEM, and
their corresponding images are presented in Fig. 4 (and Figure S1,
supplementary material). The particle size distributions are also
shown in Fig. 5 (and Figure S2, supplementary material).

Fig. 4 shows that spherical particles are observed at 30 min of
reaction time. The size of the particles slightly increased at 60 min.
Then at 90 min and 4 h, the solid was composed of aggregates. At
90 min (Fig. 4) and 2 h reaction time (Figure S1) the spherical par-
ticles could be seen as entrapped in the aggregate. At 3 h (Figure
S1) and 4 h reaction time (Fig. 4), the spherical particles were not
easily identi“ed even with increased enlargement. After 6 h (Fig-

ure S1), the spherical particles were sometimes distinguished at the
smooth surface of the aggregates. For 15 h reaction time (Fig. 4), the
spherical particles were easily observed and seemed to be embed-
ded in a “ne plastic phase that had been solidi“ed. Finally, after
24 h reaction time, very small spherical particles were observed as
isolated particles or in the aggregates (Fig. 4).

Fig. 5 shows the particle size distributions obtained from the
laser granulometry at some reaction times. The overall particle size
distributions are displayed in Figure S2 (supplementary material).

As observed using ESEM, most of the particles were spherical for
selected reaction time, meaning that calculated diameters almost
“tted with geometric diameters. For the aggregates, which were

not spherical, the particle size would give an equivalent diameter

of the aggregates. Comparing data acquired with microscope and
laser granulometry, it could be seen that particles sizes of about (0.4

t0 0.5) mwere resulting from spherical particles while equivalent
diameters of morethan3  m were showing aggregates features. It
could be observed that the isolated spherical particles should likely

be observed at reaction times of 30 min, 60 min and 24 h. These
observations agree with the ESEM images (Fig. 4  and Figure S1).
The particle size distribution shows an increase in mode diameter

with reactiontime: 4.58 m (90 min); 8.68 m (120 min),21.2 m
(3 h and 4 h). The increase in the size of the aggregates  was likely
due to coalescence up to 3 h reaction time. At 4 h and 6 h reaction
time, the particle size distributions gave the same mode diameter
of21.2 m. At15 hreaction time, the particle size distribution and

the ESEM images showed that the solid  was formed of aggregates.
At 15 h or 18 h, the mode diameter of the aggregates was increased
to52 mand 67 mrespectively. This increase was likely due to a
coalescence, indicating that the solidi“cation of the external transi-

tion layer should mainly occur during cooling and not at subcritical
conditions. However, ESEM pictures indicated that the aggregates
were formed with spherical particles for these reaction times (15

h and 18 h). The volume of small particles was thus slightly higher

at 15 h reaction time compared to 4 h.

The size of the particles increased with the reaction time
that was mostly due to the particle growth or agglomeration.
Figs. 1 and 2 also showed that the size of the spherical particles was
larger at fast heating rate. The heating rate had a great impact on
the activation of the reactions that were involved. In other words,
dissolved lignin was modi“ed with reaction temperature due to
hydrolysis, decarboxylation or degradation reactions. At a faster
heating rate, the mechanism was going straighter to degradation
reaction increasing thus the amount of smaller molecules in the
media. The highest size of the particles at higher reaction time
seemed to be linked with higher concentration of degradation prod-
ucts around a nucleus. This hypothesis could be con“rmed since
at longer reaction time the shift of the particle size distribution
between slow and fast heating was less signi“cant than after 30
min reaction time. In addition, after30  min reaction, the quenching



Fig. 4. ESEM pictures of solids obtained after hydrothermal conversion at 350

Fig. 5. Particle size distributions of the solids obtained after hydrothermal conver-
sion at 350 C, 16.5 MPa (faster heating rate and quenching) for various reaction
times: CT 30 min, CT 60 min, CT 90 min, CT 4 h, CT 15h and CT 24 h.

resulted in smaller diameters of the spherical particles compared
to ambiant air cooling. When performing a quenching, the objec-

tive was to immobilize the media as such. In other words, diffusion,

coalescence and other phenomena that were resulting in a larger
reactive zone were avoided. Therefore it is expected that the solid
formation should result from a small stabilized area, such as for
example an emulsion.

3.2.2. Chemical composition of the recovered solid

Elemental analysis of the solids was also performed. Fig. 6 shows
the carbon, oxygen and hydrogen molar composition over reaction
time. The values of molar composition at 0 min correspond to the
black liquor solution introduced in the reactor. C and O contents
quickly evolved from the liquid black liguor composition to the
solid composition during the “rst 30 min of reaction time. This
composition slowly evolved after 30 min and then tended to be
stabilized (for sake of clarity, data between 3 h and 24 h are not
included in the graph). Although the morphology changed with

C (faster heating and quenching), 16.5 MPa and different reaction times, same magni“cation.

Fig. 6. Elemental analysis (C, O and H) of solids over reaction time (faster heating
rate and quenching).

the reaction time, the chemical composition was not signi“cantly
modi“ed and corresponds to about C  5H40O as chemical formula.

FTIR analysis was performed with all the carbonaceous solids.
All the spectrums were similar to the one presented in Fig. 7. The
peaks observed close to 3000 cm S1 correspond to CH stretching (in
SCH3 and SCH,-) of saturated (under) and unsaturated molecules
(above). The peaks around 1600 cm S1 and 1450 cm St correspond
to the C=C bonds of the aromatic rings. The large peak around
3300cm =1 correspondstothefree  SOH functionand/or  SOH inter-
molecular bonds (hydrogen bonding).

The combination of these peaks revealed the presence of
alcohol function and aromatic rings which derived from phe-
nolic compounds obtained by cleavage of the lignin; and their
repolymerization. The pro“le obtained is in agreement with other
hydrochars from biomass [40]. The other peaks were not precisely
identi“ed, and the one at 1350 cm St may correspond to a double
bond S=O. This is in agreement with microanalysis performed with
EDS detector that highlighted the presence of sulfur. The broad peak
at 1250 cm > may correspond to the vibration of the CO bond of



Fig. 7. FTIR spectrum of solid residue obtained after reaction (faster heating rate and quenching).

Fig. 8. ESEM images of the solid recovered after faster heating and quenching and 18 h reaction time (CT 18 h) using GSE and BSE detectors at the same location and

magni“cation  (x12800).

acetate. FTIR analysis suggested hydrophilic surface of the obtained
carbonaceous solid. The literature con“rms that hydrothermal car-
bonization is known to produce carbonaceous microparticles with
a hydrophilic shell [41]. However, compared to Sevilla et al., the
O/C atomic ratio of the obtained solid is signi“cantly lower than
that obtained by the authors [42]. Thus, the hydrophilic character
is less important.

At the operating conditions (350 C, 16.5 MPa), the salts are
prone to precipitate, and their participation cannot be excluded
as a carrier of the solid formation, as shown by Rahmani et al. [43].
Indeed, ICP analyses performed on liquid phase showed that 10
wt. % of minerals were removed from the liquid phase and there-
fore were recovered in the solid phase. Salts have been detected in
the carbonaceous solid phase using ESEM and EDX detector during
microscopy analyses. Fig. 8 shows ESEM pictures acquired at the
same location with Ground Secondary Electrons (GSE) and Back-
Scattering Electrons (BSE) detectors. This solid, recovered after 18
h reaction time, highlights that minerals were mainly included in
the carbonaceous matrix (BSE detector) rather than covering the

surface (GSE detector). In addition, the mineral inclusions were
very small compared to the size of the particles meaning that salts
could act as a carrier for carbonaceous solid formation. Microanal-
ysis also showed that sodium (Na) was included in solid particles,
while sulfur was mainly found at the surface at short reaction
time (see Fig. 9). Mochida et al. [44] studied sulfur behavior dur-
ing hydrothermal carbonization and showed that desulfurization of
organic matter occurred “rstly forming organic sulfur compounds

in liquid phase or sulfured salts which precipitated.

3.2.3. Liquid analysis

After reaction, the color of the agueous phase was changing
from dark black (initial solution) to transparent brown at 45 min
then orange at 90 min, yellow after 4 h and close to clear water
at 15 h (colors of the solutions are shown in the supplementary
material, Figure S3). The color change was due to the presence of
lower molecules such as aromatic compounds and oligosaccharides
that are chromophore. Chemical Oxygen Demand (COD) and Total
Organic Carbon (TOC) as well were measured in the aqueous phase.



Fig. 9. TEM observation and EDX mapping of particles obtained after fast heating (C) and quenching (T) for 1 h reaction time.

Fig. 10. Chemical Oxygen Demand (COD, blue line and circle symbols) and Total
Organic Carbon (TOC, red line and square symbols) removal of solution over reaction
time (faster heating rate and quenching, reaction at 350 C and 16.5 MPa).

Fig. 10 shows that TOC and COD removals are quickly increasing
to almost 50 % in 30 min, then the increase is moderate until 4
h and the removals are almost stabilized to 15 h followed by a
slight increase to 24 h reaction time. This quick increase in COD
and TOC removals agrees with the color of the solution, meaning
that the chemical reactions involved in the liquid phase were dom-
inant until 30 min reaction time, and to a lesser extent until 4 h.
Surprisingly the TOC and COD removals were almost equal at 60
and 90 min. TOC and COD removals follow the same trends meaning
that the oxidation and mineralization rates were equal in the aque-

Fig. 11. Total phenols (red line with square symbols) and formaldehyde (blue line
and circle symbols) concentrations over reaction time (faster heating rate and
quenching, reaction at350 C and 16.5 MPa).

ous media. Above 4 h reaction time, the oxidation rate
higher than the mineralization rate. This could be explained by the
reactions involved in the liquid media or due to the formation of
the solid phase.

The brown, orange, yellow colors of the solutions are often
related to phenols and their relative oligomers. In addition, poly-
merization reactions are induced by the simultaneous presence of
phenols and aldehydes in aliquid media. Phenols and formaldehyde
concentrations were also measured in the liquid phase (Fig. 11). A
signi“cant increase in phenols concentration was observed during

was slightly



Fig. 12. Suggested mechanism of particle formation during hydrothermal conversion of black liquor at 350

atmospheric conditions.

the “rst 15 min of reaction time con“rming that dissolved lignin
molecules were fragmented to smaller ones. The concentrations
signi“cantly evolved up to 4 h reaction time, and then tended to be
stabilized.

The composition of the solid phase quickly evolved increasing
the carbon content and decreasing the oxygen content (compared
to the original dried black liquor). The solid formed was thus far
from the dissolved lignin that composed the black liquor. The com-
position of the liquid phase showed a severe decrease of the COD
and TOC in the aqueous media. Obviously, the carbon content,
and organics content, decreased signi“cantly due to the degrada-
tion reaction, the oil production and the formation of solid. It is
well-known that the char formation follows a two-step process
as primary (solid-solid reactions) and secondary char formation
[45]. Secondary char formation considers a liquid-solid conversion,
from the raw material to *base unit moleculesZ then to solid, thus
the decomposition of lignin into phenolic compounds and aldehy-
des, as intermediate base units, forms phenols-aldehyde base units,
and thus the carbonaceous material. From 90 min reaction time,

C, 16.5 MPa, and the corresponding morphology observed at

the composition of the solid phase did not change signi“cantly.
Thus, the change in particle/aggregate size could not mainly due to
chemical reactions. From 90 min to 4 h reaction time, TOC and COD
removals in the aqueous phase still increased but to a lesser extent.

In this range of reaction time the concentration of aldehydes was
almost stabilized.

4. Discussion

From solid and liquid analyses, a suggested mechanism is pre-
sented in Fig. 12, to explain the morphology of the solid formed
from black liquor at 350 C, with faster heating rate and quenching.

From the literature, some authors, suchasLa  Mer [34] or Titirici
et al. [27,46], explained that “rstly carbon microspheres were
formed, then they grew and coalesce to form a continuous media.
The particles obtained for short reaction time in our experiments
were similar to those obtained by Titirici (Fig. 12, t < 90 min).
Decomposition of black liquor created, inter alia, phenols and alde-
hydes which polymerized together and form an intermediate base



Fig. 13. Scheme of the organic droplet organization in the subcritical water. The
yellow circle represents the oily droplet, the brown circle the transition layer and
the black circle the carbonaceous particles.

unit. As mentioned previously an oily phase was also observed after
cooling down the reactor. At atmospheric temperature and pres-
sure this oily phase was clearly separated from the agueous media.
At the subcritical conditions, due to a decrease in the water den-
sity, the densities of both phases were found out to be close, and
an oil-in-water emulsion was expected to be stable. Thus a bio-oil
“Im from hydrothermal liquefaction was formed and was concen-
trated in oxygenated organic reactive compounds such as hydroxy
aldehyde, hydroxyketones, carboxylic acid and polyphenolic com-
pounds [11]. This “Im was then encapsulating droplets containing
high concentrations of intermediate base unitsZ. In the droplets,
the supersaturation of phenols and aldehydes resulted in a nucle-
ation of the oligomers, followed by a maturation. As seen in Fig. 1,
the size of the particles was increased using a fast heating rate. With
a shorter heating time, the reactions were quickly oriented to the
phenols production and the supersaturation occurred probably to
a larger extent. During this step, the transition media (also called
transition layer or transition phase) was located at the interface
of carbon spherules (Fig. 13), and acted as a reservoir for the solid
formation. Fig. 13 shows the yellow circle for the oily droplet, the
brown circle for the transition layer and the black circle for the car-
bonaceous particle. The amount of transition phase was balanced
between its production from the organic phase and its consumption
to the carbon spherules. Therefore, a radial gradient of phenols-
aldehyde intermediate concentration existed from the surface of
oily phase to the carbon spherule. As far as coalescence is observed,
several particles could be generated within a same oily droplet.
After cooling, the oily phase was separated from the aqueous phase,
the remaining thin transition layer was dissolved in the aqueous
phase and the spherical carbonaceous particles were recovered and

dispersed in the liquid media (Fig. 12). As seen in Fig. 3, quenching
resulted in smaller particles than slow cooling. This indicated that

the size of the droplets was smaller at subcritical conditions and

the coalescence continued during the slow cooling.

At 90 min, coalescence began due to Brownian movement
(Fig. 14), resulting in the formation of aggregates. For reaction time
between 2 h and 3 h, the coalescence continued while it was limited
between 3 and 4 h since both solids showed the same particle size
distribution (Fig. 12,90 min <t<4h). The amount of transition layer
likely increased up to 3 h, since TOC and COD removal increased.
The oily droplets, and the transition layer as well, coalesced in the
media at subcritical conditions. However, after 3 h reaction time the
coalescence was limited, due to the weight of the aggregates or due
to a partial solidi“cation of the transition layer (Fig. 14). The sec-
ond hypothesis is of particular interest since it can explain that the
carbon spherules were not clearly seen on the aggregates but likely
entrapped in the blocks of aggregates. In addition, the phenols con-
centration showed a peak at 2 h reaction time, when measured at
atmospheric conditions. One of the hypotheses would be a demix-
ing of the emulsion that released a certain amount of stransition
layerZ to be dissolved in the aqueous media at atmospheric condi-
tions. This means that a greater amount of the transition layer was
likely not solidi“ed at subcritical conditions after 2 h reaction time
compared to 90 min or 3 h.

After 4 h reaction time (Fig. 12, t > 4 h), the compositions of
the liquid and the solid phases were not signi“cantly modi“ed.
Therefore, the modi“cations in solid morphology were rather due
to physical phenomena than chemical reactions. The morphology
of the solid was signi“cantly changed from 4 h to 18 h reaction
time. It has been explained that the spherical particles were not
observed in the solid at 4 h reaction time. By increasing the reac-
tion time, the layer seemed to be thinner and the spherical particles
were observed at the surface of aggregates. However, the diame-
ter of the spherical particle observed was clearly lower than the
spherules obtained at 60 min. This could indicate that the spherules
were newly formed and did not correspond to the original ones.

Some authors, such as Inagaki or Ayache et al. [29,31,47],
considered that carbonaceous particles were formed in a contin-
uous media due to a local change in aromaticity. A mesophase
appeared, containing small spherules [48]. As the spherules grew,
the coalescence of mesophase spherules resulted in the formation
of a continuous mesophase matrix. Furthermore, the spheres or
agglomerated spheres of carbonaceous particles suggested that this
material was liquid or plastic at operating conditions [43]. These
latter suggestions could explain that the coalescence was limited
between 4 h and 6 h due to a high viscosity of the plastic mesophase.
By increasing the reaction time, the aromaticity was locally chang-

Fig. 14. Coalescence of particles by solidi“cation of particles and transition layer. The yellow zone represents the oily phase, the brown zone the transition layer and the

black zone the carbonaceous particles.



ing creating some small spherules. The continuous emergence of
carbon spherules tended to decrease the viscosity of the mesophase
resulting in the observation of the spheres embedded in a very thin
phase.

5. Conclusions

As explained in the previous section, the solid formation at short

reaction time agrees well with the theory developed by La Mer or

Titirici [27,34]. Firstly, carbon microspheres were formed in the
transition layer due to a supersaturation of smaller molecules from
the black liquor decomposition (mainly reactions between phenols
and aldehydes). Then the spherical carbon material grew due to
maturation and coalescence phenomena. After a certain reaction
time (90 min) the spherical carbon particles were rather observed
in aggregates than as isolated particles. Between 3 h and 6 h reac-
tion time the coalescence of aggregates was limited since the mode
diameter was almost stable. For longer reaction time, the solid
observed showed aggregates where the spherical particles of small
diameter were visible. These microspheres observed in a contin-
uous media likely corresponded to a second theory developed by
Shimokawa et al. or Ayache et al. [22,47]. They considered that car-
bonaceous particles were formed in a continuous media, namely
mesophase, due to a local change in aromaticity. This formation
was rather due to local physical rearrangement than chemical reac-
tions. Both mechanisms seem to explain the evolution of solid
morphology in our experiments. In fact, chemical and physical
mechanisms involved in the hydrothermal conversion of the black
liquor solution coexist and operate with different kinetics all along
the reaction time. Thus the solid morphology does not match with
only one theory. It has been proposed that the oily phase encap-
sulates the transition layer or the mesophase to create an isolated
droplet where the transition layer progressively turned into a plas-
tic mesophase with higher viscosity.

The experiments performed in this study are quite far from the
literature devoted to hydrothermal carbonization since the starting
material was dissolved in the liquid phase. The degradation of the

black liquor resulted in the formation of a bio-oil that was not men-

tioned by the other authors working with saccharides dissolved in
the aqueous media [42]. It has been also observed that the shell of
the carbon sphere would be less hydrophilic than that mentioned in
the literature [18,42] due to a lower overall O/C atomic ratio. Thus,
the presence of the oily/organic phase around the carbon particle
as an emulsion is possible.
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